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PREPARATION of MORTAR PRISMS for COMPRESSION TESTS
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Product Code

UTCM-0092 Three Gang Mould 40x40x160 mm, Steel, EN
UTCM-0093 Feed Hopper 40x40x160 mm for UTCM-0092
UTCM-0094 Short and Long Spreaders and Straightedge 

for UTCM-0092 
UTCM-0095 Three Gang Cube Mould 50x50x50 mm, Steel, ASTM
UTCM-0096 Cube Mould 70.7 mm, Steel, for UTCM-0098, BS

EN 196-1; ASTM C109; BS 4550

Standards

All moulds have been manufactured from steel and all internal 
surfaces are machined. All dimensions and specifications comply 
with the related standards.

The 40x40x160 mm mould has the surface hardness of                   
a minimum HV400.

Dimensions

Weight (approx.)

UTCM-0096

UTCM-0092

100x125x90 mm

12 kg

UTCM-0092

UTCM-0095

300x190x70 mm

110x230x60 mm

UTCM-0095

UTCM-0096

3 kg

3,5 kg

UTCM-0092

UTCM-0096

UTCM-0095

UTCM-0093 210x200x40 mm

UTCM-0093 2 kg

MATERIAL TESTING EQUIPMENT
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